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women, men
textile Woven Curtains, baby bed hanging/curtain . X 6303
e Kic. baby |
7859 € 5 L4 LY
No JParameter Method Reference Age group Requirement Materials
ﬁastics -PU, PVC, " " N F-U Coating,
Rubber, TPU I Textiles Natural I Textiles Synthetic I Printin
General & Construction
1 |Fiber composition EU (Nr) 1007/2011 Ginetex (CH) / Single: No tolerance X x
P Blends:+/-3% deviation from composition;
Chemical Parameters These parameters are mandatory and does not replace our full chemical policy (see Manor QM Part A, Pgf. 3)
TORERCT
2 |Formaldehyde Textile: DIN EN ISO 14184-1 /;;”ex XVII Entry / Decorative material: 300 mg/kg X X x
ra¥N>X?
. . Non-leather: EN 16711-1 SR 817.023.41 . . . X
3 JLead in Textile Leather: ISO 17072-2 SR 814.81 (CH) / Paints and varnishes: 100 mg/kg; X X
4 ]Cadmium in Textile EN 16711-1 SR 814.81 (CH) / Swiss: Paints and varnishes, Plastic: 100 mg/kg X X
Textile: DIN EN I1SO 14362- SR
1:2017/ DIN EN ISO 14362-3:
5 JAzo-Dyes 2017 21,72533;&55:\)‘0 / max. 30 mg/kg each X X X
Leather: ISO 17234-1:2015/ 1907/2%06
I1SO 17234-2:2011
gl:(l::g'l?;%dcia;afﬁns 1SO 18219 SCCPs limit (flame retardant): no use;
6 (only for plastic GO-MS or GC-ECD: SR 814.81 (CH) / CH/EU Law:1000 mg/kg X X
v P ’ ’ [Manor (Oekotex): 100 ma/kg
coating)
SR 817.023.41
. X EU No 276/ TBT/TPhT: 0.5 mg/kg (infant); 1 mg/kg (others)
5 |oreanctin compounds szn“'tzx'j: ggﬁsglzfszo 2010 DBT/DMT/DOT/DPAYDPT/MBT/MOT/MMT/MPHT . .
(only for plastic, coating) 16179: 201'2 EU REACH /TeBT/TeBT/TeET/TCyHT/TMT/TOT/TeOT/TPT:
’ 1907/2006 Annex 1 mg/kg (baby); 2 mg/kg (others)
XVII
Textile: LFGB § 64 BVL
B82.02.8
Penta-, Tetra-, Leather: ISO 17070; ChemVerbots V PCP, TeCP: not merely unavoidable impurities:
. Oekotex
8 [Trichlorphenol Polyester / polyester-blend / SR 814.81 (CH) / 5 mg/kg; X X
(PCP / TeCP / TriCP) printed fabric: Modified § 64 Annex 1 5 [Manor (Oekotex): Baby till 36 mth: 0.05 ma/kg:
LFGB BVL B82.02.8 with h
alkaline digestion
SR817.023.41 only for Plasticized material in article for all age range
9 |Phthalatess IS0 14389 SR 814.81 (CH) children  |DEHP / DBP / BBP / DIBP = 0.1% (Each or Total) X X
|Physical Parameter
Dimensional stability
10 after wash.lngl 1SO 6330:2012 (handwashing Manor intern / \Woven: +- 3% M M
handwashing 40C)
(1 Wash)
Satisfactory: No loose fibers, degumming,
11 Appe?rance after In-house method IManor intern / blistering for adheswe position; No damgge, M M
washing detachment, corrosion, deformation, obvious
color change, seam opening after washing.
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" . . . women, men
textile Woven Curtains, baby bed hanging/curtain A 6303 .
e Kide. baby ]
A A NS BB )
No |Parameter Method Reference Age group Requirement Materials
Plastics - PU, PVC, - - - PU Coating,
Rubber. TPU Textiles Natural | Textiles Synthetic Prinin
Color fastness to
y . . Grade 4
12 JLaundering (washing) ISO 105/C08 Manor intern / ¥ X X
Polyamide Grade 3-4
(1 Wash)
ISO 105 B02 at BWS 4 [Manor intern / Grade 5 X X

13 [Color fastness to light

Textile materials may not be such flammable and

15 JFlammability SN EN 1101/A1:2005; SN EN ISR 817.023.41 / combustible, that they pose a disproportionately Related to the whole product
13772:2011 (CH) N
high risk. no surface flash
JLabel
Trademark
Importer's name (name, address in EU or CH)
16 |-abeling EU (Nr) 1007/2011 Ginetex / Size (opt. age for children) Related to the whole product

(with Care Instruction)

[Manor intern

Care instructions (according to Ginetex)
Fiber composition in % (EU 1007/2011)
In 1 Swiss official language (DE / IT / FR)

17 |Care Instruction

Ginetex

Ginetex
[Manor intern

[Mandatory In following order:

\Washing - bleaching - drying - ironing -
professional textile care

Opt. wash with similar colors/

oA OAa O

Related to the whole product
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